


Example Problem 7.2

Pure nickel exists in two solid forms a—Ni (fec) and 3—Ni (bee) with the transition
at T3 = 630K at atmospheric pressure. [(3-Ni melts at T,, = 1728K. The enthalpy of
formation of a-Ni at 298K is AH,o = 0J/mole. The entropy of formation of a-Ni at
298K is ASyp = 29.8J/moleK. The heat capacities of the solid forms are given below.
Calculate the enthalpy and entropy of transformation, AH,_,z and AS,_p, respectively,
for the a« — (3 transition in terms of the given data and the enthalpy of3-Ni at the melting
temperature, AHpg r,, .
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Solution 7.2 This is an exercise in manipulating standard state information. We start
by recognizing that at the equilibrium transformation temperature the molar Gibbs free
energies of the a and (3 phases, Go(T,—s) and G3(T,-4), respectively, are equal.
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We know that G630 = Gpe30 at atmospheric pressure. From this we find the following
relation for the entropy of transformation.
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We expect both the entropy and enthalpy of transformation to be positive. From this they
have the same sign and it is expected to be positive depending on H g 172s.



